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EPD Transparency Summary

American Wood Council and Canadian Wood Council

North American Laminated Veneer Lumber (LVL)

Laminated veneer lumber (LVL) is a wood-based building material that
is commonly used in North America for commercial and residential
construction. LVL is manufactured by peeling sheets of veneer from log

“blocks”, which are then dried, combined with resin and pressed, and

trimmed to specified dimensions.

UL Environment: Product Category Rules for Building-Related Products
and Services Part A: Calculation Rules for the Life Cycle Assessment
and Requirements on the Project Report, v3.2; Part B: Structural and

Architectural Wood Products EPD Requirements, v1.0

July 1 2020 - June 30 2025

4788424634.105.1

D PRODUCT SPECIFIC

E INDUSTRY AVERAGE

1 m3 of LVL produced in North America

GREEN BUILDING QUALIFICATIONS

LEED v4 Building Product Disclosure and
Optimization - EPDs, Option 1
ASHRAE 189.1 Material Compliance

IgCC Material Compliance

Green Globes 3.5.1.2.1

REFERENCE SERVICE LIFE (IF APPLICABLE)

LCA SOFTWARE + VERSION

NAHB Material Selection

Simapro v8.5

IMPACT ASSESSMENT METHOD + VERSION

TRACI v2.1

LIFECYCLE IMPACT CATEGORIES

The environmental impacts listed below were assessed through the product’s production phase (cradle to gate impacts).
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COMPONENT MATERIAL
Wood Softwood Veneer
Adhesive Resins

AVAILABILITY

Renewable resource

Fossil resource, limited

MASS%

96%

4%

ORIGIN

North America

North America

PRE-CONSUMER RECYCLED CONTENT

POST-CONSUMER RECYCLED CONTENT

VOC EMISSIONS

WATER CONSUMPTION

0%

0%

1.49 m3

This is a business to business EPD based on a
cradle-to-gate LCA. The delivery of the product to the
customer,its service life, and end-of-life processing are

excluded from this EPD.

RENEWABLE ENERGY

NON-RENEWABLE ENERGY

39 % |3,889.16 M)
61 % |[6,130.89 M)

ASTM D5456 Standard
Specification for Evaluation of
Structural Composite Lumber

Products

NAME AWC / CWC

PHONE 202-463-2766 /| 613-747-5544
EMAIL info@awc.org / info@cwc.ca
WEBSITE www.awc.org / www.cwc.ca

© 2018 UL Environment

www.UL.com/environment | environment@ul.com

The information presented herein is a summary of content contained in the manufacturer’s ISO 14025-compliant EPD certified by UL. Please visit www.ul.com/environment to download the full EPD.

UL, the UL logo, and UL certification mark are trademarks of UL LLC. All other marks are the property of their respective owners.
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